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ing primary sample reductions of the three components; a
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and performing a secondary sample reduction of “recycled
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(S12) of mixing “scrap iron” and “scrap aluminum” with “the
recycled raw material component other than scrap iron and
scrap aluminum” which is subjected to the secondary sample
reduction.
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1
SAMPLING METHOD AND SAMPLING
DEVICE OF RECYCLED RAW MATERIAL,
ANALYSIS SAMPLE OF RECYCLED RAW
MATERIAL, AND EVALUATION METHOD OF
RECYCLED RAW MATERIAL

TECHNICAL FIELD

The present invention relates to a sampling method and a
sampling device of recycled raw material, an analysis sample
of recycled raw material, and an evaluation method of
recycled raw material, all of which are used for analysis and
evaluation of recycled raw material containing a valuable
metal other than iron (Fe) and aluminum (Al) such as gold
(Au), silver (Ag), copper (Cu), platinum (Pt), or palladium
(Pd).

Priority is claimed on Japanese Patent Application No.
2013-094734, filed Apr. 26, 2013, the content of which is
incorporated herein by reference.

BACKGROUND ART

Electronic substrates which are used in electronic appara-
tuses, flexible substrates, IC chips, mobile phones, and the
like contain gold, silver, copper, palladium, and the like. In
addition, photographic films, cinematographic films, radio-
graphic films, photographic papers, and the like contain sil-
ver. Techniques of reusing waste of these electronic sub-
strates, IC chips, mobile phones, flexible substrates, films,
photographic papers, and the like as recycled raw materials
are proposed. For example, the above-described waste is
burned in a rotary kiln furnace or the like to obtain combus-
tion ash, this combustion ash is put into a copper smelting
furnace or the like, and the above-described valuable metals
are recovered in the process of copper smelting.

In recycled raw materials such as electronic substrates, IC
chips, mobile phones, flexible substrates, films, and photo-
graphic papers, the transaction price thereof is determined
based on the content of valuable metals included in the
recycled raw materials. When an analysis sample is collected
from recycled raw material by human labor, a portion having
ahigh concentration of valuable metal or a portion having no
valuable metal is separated and collected during the collec-
tion of the analysis sample, which may lead to an inaccurate
evaluation of the recycled raw material. Accordingly, there
may be a difference between evaluation of a delivery side of
the recycled raw material and evaluation of a receiving side of
the recycled raw material.

Therefore, in order to automatically obtain an analysis
sample from recycled raw material, a sampling device and a
sampling method are proposed. For example, PTL 1 discloses
a sampling method of recycled raw material, the method
including: a process of crushing recycled raw material; a
primary mixing process of stirring and mixing the crushed
material; a primary sample reduction process of performing a
sample reduction of the stirred and mixed crushed material; a
pulverization process of further pulverizing the crushed
material which is subjected to the sample reduction; a sec-
ondary mixing process of stirring and mixing the pulverized
material; and a secondary sample reduction process of per-
forming a sample reduction of the stirred and mixed pulver-
ized material, in which the pulverized material which is sub-
jected to the secondary sample reduction process is set as an
analysis sample.

In addition, PTL 2 discloses a method including: crushing
recycled raw material with a crusher to obtain a primary
crushed material; further crushing the primary crushed mate-
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2

rial with a crusher to obtain a secondarily crushed material;
sieving the secondarily crushed material to separate a crushed
material having a size of 30 mm or more; and crushing the
crushed material again with a crusher to collect a crushed
material having a size of 30 mm or less as a sample.

CITATION LIST
Patent Literature

[PTL 1] Japanese Unexamined Patent Application, First
Publication No. 2010-223905

[PTL 2] Japanese Unexamined Patent Application, First
Publication No. 2008-249437

SUMMARY OF INVENTION
Problem to be Solved by the Invention

Incidentally, in recycled raw material, for example, in an
electronic substrate, each of scrap iron and scrap aluminum
having high ductility such as an integrated circuit, a capacitor,
and a heat sink is mixed in an amount of 1% to 25%. There-
fore, with a common pulverizer, such as a double roll crusher
or a rotary crusher, used for pulverizing recycled raw mate-
rial, it is difficult to finely pulverize scrap iron and scrap
aluminum having high ductility. Accordingly, in a state where
scrap iron and scrap aluminum are mixed, it is also difficult to
finely pulverize recycled raw material component other than
scrap iron and scrap aluminum. On the other hand, since most
of valuable metals other than scrap iron and scrap aluminum
are present in the recycled raw material component other than
scrap iron and scrap aluminum, it is preferable to finely pul-
verize the recycled raw material component other than scrap
iron and scrap aluminum in order to form a sample. However,
as described above, in recycled raw material, recycled raw
material component other than scrap iron and scrap alumi-
num is mixed with scrap iron and scrap aluminum having
high ductility. Therefore, use of the above-described common
pulverizer alone is not sufficient for the requirement for
refinement of an analysis sample. In addition, scrap iron and
scrap aluminum are extremely localized in recycled raw
material. Therefore, even if sampling is performed in a state
where scrap iron and scrap aluminum are localized, an analy-
sis sample is affected by segregation and there is a limit to
uniformization of the analysis sample.

By using an impact type pulverizer such as a turbo mill or
ajet mill, recycled raw material can be finely pulverized even
in a state where scrap iron and scrap aluminum are mixed.
However, the impact type pulverizer is for processing an
extremely small amount of recycled raw material and is not
suitable for automatically obtaining an analysis sample from
recycled raw material.

In this way, in the related art, there is a limit when recycled
raw material component other than scrap iron and scrap alu-
minum is finely pulverized using the above-described com-
mon pulverizer, and an analysis sample is easily affected by
the localization of scrap iron and scrap aluminum. Therefore,
there is a limit to uniformization of the analysis sample. It is
difficult to solve these problems even with the sampling meth-
ods disclosed in PTLs 1 and 2.

According to the present invention, there are provided a
sampling method and a sampling device of recycled raw
material in which a uniform analysis sample can be collected
and an accurate evaluation can be performed; and an analysis
sample.
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Means for Solving the Problem

According to a first aspect of the present invention, there is
provided a sampling method of recycled raw material, the
method including: a process of primarily crushing recycled
raw material; a process of separating primarily crushed raw
material into three components, “scrap iron”, “scrap alumi-
num”, and “recycled raw material component other than
scrap iron and scrap aluminum”™; a process of performing a
primary sample reduction of “the recycled raw material com-
ponent other than scrap iron and scrap aluminum” which is
separated at least after the primary crushing process; and a
process of secondarily crushing “the recycled raw material
component other than scrap iron and scrap aluminum”, which
is subjected to the primary sample reduction, into a size less
than that in the primary crushing process and performing a
secondary sample reduction of “the recycled raw material
component other than scrap iron and scrap aluminum” which
is secondarily crushed, and a process of obtaining a weight
ratio of the three components, “scrap iron”, “scrap alumi-
num”, and “recycled raw material component other than
scrap iron and scrap aluminum” which are primarily crushed,
wherein the three components, “scrap iron”, “scrap alumi-
num”, and “the recycled raw material component other than
scrap iron and scrap aluminum” which is subjected to the
secondary sample reduction are set as analysis samples.

According to this configuration, the sample in which “the
recycled raw material component other than scrap iron and
scrap aluminum” is finely pulverized without being affected
by “scrap iron” and “scrap aluminum” can be collected, the
sample of “the recycled raw material component other than
scrap iron and scrap aluminum” can be obtained without
being affected by the localization of “scrap iron” and “scrap
aluminum”, and the uniformity of each of the three compo-
nents can be improved.

In addition, according to a second aspect of the present
invention, there is provided a sampling method of recycled
raw material, the method including: a process of primarily
crushing recycled raw material; a process of separating pri-
marily crushed raw material into three components, “scrap
iron”, “scrap aluminum”, and “recycled raw material compo-
nent other than scrap iron and scrap aluminum™; a process of
performing a primary sample reduction of “the recycled raw
material component other than scrap iron and scrap alumi-
num” which is separated at least after the primary crushing
process; a process of secondarily crushing “the recycled raw
material component other than scrap iron and scrap alumi-
num”, which is subjected to the primary sample reduction,
into a size less than that in the primary crushing process and
performing a secondary sample reduction of “the recycled
raw material component other than scrap iron and scrap alu-
minum” which is secondarily crushed; a process of obtaining
a weight ratio of the three components, “scrap iron”, “scrap
aluminum”, and “the recycled raw material component other
than scrap iron and scrap aluminum” which are primarily
crushed; and a mixing process of mixing “scrap iron”, “scrap
aluminum” and “the recycled raw material component other
than scrap iron and scrap aluminum” which is subjected to the
secondary sample reduction at a mixing ratio corresponding
to the weight ratio obtained in the previous process, wherein
a mixture obtained in the mixing process is set as an analysis
sample.

According to this configuration, “the recycled raw material
component other than scrap iron and scrap aluminum” can be
finely pulverized without being affected by “scrap iron” and
“scrap aluminum”. In addition, a uniform evaluation sample
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4

can be collected without being affected by the localization of
“scrap iron” and “scrap aluminum”.

In addition, according to a third aspect of the present inven-
tion, there is provided a sampling method of recycled raw
material, the method including: a process of primarily crush-
ing recycled raw material; a process of separating primarily
crushed raw material into three components, “scrap iron”,
“scrap aluminum”, and “recycled raw material component
other than scrap iron and scrap aluminum” from the primarily
crushed raw material and performing primary sample reduc-
tions ofthe three components; a process of secondarily crush-
ing “the recycled raw material component other than scrap
iron and scrap aluminum”, which is subjected to the primary
sample reduction, into a size less than that in the primary
crushing process and performing a secondary sample reduc-
tion of “the recycled raw material component other than scrap
iron and scrap aluminum” which is secondarily crushed; a
process of obtaining a weight ratio of the three components,
“scrap iron”, “scrap aluminum”, and “the recycled raw mate-
rial component other than scrap iron and scrap aluminum”
which are primarily crushed; and a mixing process of mixing
“scrap iron”, “scrap aluminum” which are subjected to the
primary sample reduction, and “the recycled raw material
component other than scrap iron and scrap aluminum” which
is subjected to the secondary sample reduction at a mixing
ratio corresponding to the weight ratio obtained in the previ-
ous process, wherein a mixture obtained in the mixing pro-
cess is set as an analysis sample.

According to this configuration, uniformity can be further
improved.

Here, in the process of obtaining a weight ratio of the three
components, “scrap iron”, “scrap aluminum”, and “the
recycled raw material component other than scrap iron and
scrap aluminum” which are primarily crushed, it is preferable
that the weight of each of the three components, “scrap iron”,
“scrap aluminum”, and “the recycled raw material compo-
nent other than scrap iron and scrap aluminum” which are
primarily crushed be measured to obtain the weight ratio.

According to this configuration, the weight of each of the
three components, “scrap iron”, “scrap aluminum”, and “the
recycled raw material component other than scrap iron and
scrap aluminum” which are primarily crushed is measured to
obtain the weight ratio. Therefore, the weight ratio can be
simply calculated.

In addition, as another configuration, it is preferable that
the process of obtaining a weight ratio of the three compo-
nents, “scrap iron”, “scrap aluminum”, and “recycled raw
material component other than scrap iron and scrap alumi-
num” which are primarily crushed include a process of mea-
suring the total weight of the recycled raw material before or
after the primary crushing process, a process of measuring the
weight of each of “scrap iron” and “scrap aluminum” which
are separated after the primary crushing process, and a pro-
cess of obtaining a weight ratio of the three components,
“scrap iron”, “scrap aluminum” and “the recycled raw mate-
rial component other than scrap iron and scrap aluminum”
based on a calculation result of the weight of “the recycled
raw material component other than scrap iron and scrap alu-
minum”, which is obtained by subtracting the weight of
“scrap iron” and the weight of “scrap aluminum” from the
total weight of the recycled raw material, and the respective
weights of “scrap iron” and “scrap aluminum”.

According to this configuration, the measurement of “the
recycled raw material component other than scrap iron and
scrap aluminum” which is primarily crushed can be omitted.
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In addition, in the primary crushing process, itis preferable
that the recycled raw material be crushed into a size of 20 mm
or less.

According to this configuration, a load on the secondary
crushing process which is the subsequent process can be
reduced. In addition, due to the refinement of “scrap iron” and
“scrap aluminum”, the uniformity of an analysis sample can
be improved.

“The recycled raw material is crushed into a size of 20 mm
or less” described herein implies that the recycled raw mate-
rial is crushed into a size so as to pass through a sieve having
a mesh size of 20 mm. In addition, the same shall be applied
to a case where the recycled raw material is crushed into a size
other than 20 mm.

In addition, in the secondary crushing process, it is prefer-
able that “the recycled raw material component other than
scrap iron and scrap aluminum” be crushed into a size of 5
mm or less.

According to this configuration, the uniformity of'an analy-
sis sample can be further improved.

According to the present invention, there is provided a
sampling device including: a primary crusher that primarily
crushes recycled raw material; an Fe separator that separates
“scrap iron” from the primarily crushed raw material; a Al
separator that separates “scrap aluminum” from the primarily
crushed raw material; recycled raw material-component-
other-than-scrap iron-and-scrap aluminum primary sample
reduction machine that performs a sample reduction of
“recycled raw material component other than scrap iron and
scrap aluminum” from which “scrap iron” and “scrap alumi-
num” are removed by the Fe separator and the Al separator; a
secondary crusher that secondarily crushes “the recycled raw
material component other than scrap iron and scrap alumi-
num”, which is subjected to the sample reduction by the
recycled-raw-material-component-other-than-scrap  iron-
and-scrap aluminum primary sample reduction machine, into
a size less than that obtained by the primary crusher; and a
secondary sample reduction machine that performs a second-
ary sample reduction of “the recycled raw material compo-
nent other than scrap iron and scrap aluminum” which is
secondarily crushed by the secondary crusher; a measuring
device that measures the weights of the three components,
“scrap iron”, “scrap aluminum”, and “recycled raw material
component other than scrap iron and scrap aluminum” which
are separated from the primarily crushed raw material; and a
mixing device that mixes “scrap iron”, “scrap aluminum”,
and “recycled raw material component other than scrap iron
and scrap aluminum” with each other at a predetermined
mixing ratio set according to a measurement result of the
measuring device.

According to this configuration, the first sampling method
according to the present invention can be realized.

According to the present invention, there is provided a
sampling device including: a primary crusher that primarily
crushes recycled raw material; an Fe separator that separates
“scrap iron” from the primarily crushed raw material; an Al
separator that separates “scrap aluminum” from the primarily
crushed raw material; recycled raw material-component-
other-than-scrap-iron-and-scrap-aluminum primary sample
reduction machine that performs a sample reduction of
“recycled raw material component other than scrap-iron and
scrap aluminum” from which “scrap iron” and “scrap alumi-
num” are removed by the Fe separator and the Al separator; a
secondary crusher that secondarily crushes “the recycled raw
material component other than scrap iron and scrap alumi-
num”, which is subjected to the sample reduction by the
recycled-raw-material-component-other-than-  scrap-iron-
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6

and- scrap-aluminum primary sample reduction machine,
into a size less than that obtained by the primary crusher; a
secondary sample reduction machine that performs a second-
ary sample reduction of “the recycled raw material compo-
nent other than scrap iron and scrap aluminum” which is
secondarily crushed by the secondary crusher; a measuring
device that measures the total weight of the recycled raw
material and the weight of each of two components including
“scrap iron” and “scrap aluminum” which are separated from
the primarily crushed raw material; and a mixing device that
mixes “scrap iron”, “scrap aluminum”, and “the recycled raw
material component other than scrap iron and scrap alumi-
num” with each other at a predetermined mixing ratio set
according to a measurement result of the measuring device.

In addition, it is preferable that the sampling device further
include a scrap iron primary sample reduction machine that
performs a primary sample reduction of “scrap iron” which is
separated by the Fe separator; and a scrap aluminum primary
sample reduction machine that performs a primary sample
reduction of “scrap aluminum” which is separated by the Al
separator.

According to this configuration, the third sampling method
according to the present invention can be realized.

In addition, it is preferable that the Fe separator be a mag-
netic separator and that the Al separator be an eddy current
separator.

According to this configuration, with electrical means,
“scrap iron” and “scrap aluminum” can be separated from the
primarily crushed raw material.

In addition, according to an aspect of the present invention,
there is provided an analysis sample of recycled raw material
which is sampled using the above-described sampling
method.

According to this analysis sample, recycled raw material
can be accurately evaluated.

In addition, according to an aspect of the present invention,
there is provided an evaluation method of recycled raw mate-
rial, the method including: a process of mixing “scrap iron”,
“scrap aluminum”, and “recycled raw material component
other than scrap iron and scrap aluminum”, which are
obtained using the sampling method of recycled raw material,
with each other to obtain an analysis sample; and a process of
performing an elementary analysis of the analysis sample to
measure the content of valuable metals in a certain number of
samples.

According to this configuration, the content of valuable
metals in recycled raw material can be accurately and stably
evaluated.

Effects of the Invention

In the sampling method according to claim 1, “recycled
raw material component other than scrap iron and scrap alu-
minum”, which is a residual material obtained after removing
“scrap iron” and “scrap aluminum” from the primarily
crushed recycled raw material, is subjected to the primary
sample reduction, is secondarily crushed into a smaller size,
and then is subjected to the secondary sample reduction. As a
result, the sample in which “the recycled raw material com-
ponent other than scrap iron and scrap aluminum” is finely
pulverized without being affected by “scrap iron” and “scrap
aluminum” having high ductility can be collected. In addi-
tion, “scrap iron” and “scrap aluminum” are separated in
advance from the recycled raw material aside from “the
recycled raw material component other than scrap iron and
scrap aluminum” which is the residual material. As a result,
the sample of “the recycled raw material component other
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than scrap iron and scrap aluminum” can be obtained without
being affected by the localization of “scrap iron” and “scrap
aluminum”. Accordingly, the uniformity of each of the three
components can be improved, and an accurate evaluation can
be performed.

In the sampling method according to claim 2, “recycled
raw material component other than scrap iron and scrap alu-
minum”, which is a residual material obtained after removing
“scrap iron” and “scrap aluminum” from the primarily
crushed recycled raw material, is subjected to the primary
sample reduction, is secondarily crushed into a smaller size,
and then is subjected to the secondary sample reduction. As a
result, “recycled raw material component other than scrap
iron and scrap aluminum” can be finely pulverized without
being affected by “scrap iron” and “scrap aluminum” having
high ductility. In addition, according to the weight ratio of the
three components, “scrap iron”, “scrap aluminum”, and “the
recycled raw material component other than scrap iron and
scrap aluminum” in the recycled raw material, “scrap iron”
and “scrap aluminum” which are separated in advance are
mixed with “recycled raw material component other than
scrap iron and scrap aluminum” which is subjected to the
secondary sample reduction. As a result, a uniform evaluation
sample can be collected without being affected by the local-
ization of “scrap iron” and “scrap aluminum”, and an accurate
evaluation can be performed.

In the sampling method according to claim 3, the three
components, “scrap iron”, “scrap aluminum”, and “the
recycled raw material component other than scrap iron and
scrap aluminum” are separated from the primarily crushed
raw material, and the primary sample reductions of the three
components are performed. As a result, uniformity can be
further improved.

In the sampling method according to claim 4, the weight of
each of the three components, “scrap iron”, “scrap alumi-
num”, and “the recycled raw material component other than
scrap iron and scrap aluminum” which are primarily crushed
is measured to obtain the weight ratio. Therefore, the weight
ratio can be simply calculated.

In the sampling method according to claim 5, the weight
ratio of the three components, “scrap iron”, “scrap alumi-
num”, and “the recycled raw material component other than
scrap iron and scrap aluminum” is obtained based on the total
weight of the recycled raw material and the respective
weights of “scrap iron” and “scrap aluminum”. As a result, the
measurement of “recycled raw material component other
than scrap iron and scrap aluminum” which is primarily
crushed can be omitted.

In the sampling method according to claim 6, in the pri-
mary crushing process, the recycled raw material is crushed
into a size of 20 mm or less. As a result, a load on the
secondary crushing process which is the subsequent process
can be reduced. In addition, due to the refinement of “scrap
iron” and “scrap aluminum”, the uniformity of an analysis
sample can be improved.

In the sampling method according to claim 7, in the sec-
ondary crushing process, “the recycled raw material compo-
nent other than scrap iron and scrap aluminum” is crushed
into a size of 5 mm or less. As a result, due to the refinement
of“the recycled raw material component other than scrap iron
and scrap aluminum” containing a large amount of valuable
metals, the uniformity of an analysis sample can be improved.

With the sampling device according to claim 8, the sam-
pling method according to claim 1 can be realized.

With the sampling device according to claim 9, the sam-
pling method according to claim 2 can be realized.
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With the sampling device according to claim 10, the sam-
pling method according to claim 3 can be realized.

Inthe sampling device according to claim 11, the magnetic
separator is used as the Fe separator, and the eddy current
separator is used as the Al separator. As a result, with electri-
cal means, “scrap iron” and “scrap aluminum” can be sepa-
rated from the primarily crushed raw material.

With the analysis sample according to claim 12, recycled
raw material can be accurately evaluated.

With the evaluation method according to claim 13, the
content of valuable metals in recycled raw material can be
accurately evaluated.

BRIEF DESCRIPTION OF DRAWINGS

FIG. 1 is a diagram illustrating a sampling method and a
sampling device according to an embodiment of the present
invention.

FIG. 2 is a system diagram illustrating a specific configu-
ration of the sampling device according to the embodiment.

FIG. 3 is a diagram illustrating a rotary divider used in the
sampling device according to the embodiment.

DESCRIPTION OF EMBODIMENTS

Hereinafter, an embodiment of the present invention will
be described with reference to the accompanying drawings.

FIG. 1 is a diagram illustrating a sampling method and a
sampling device according to the embodiment.

Here, examples of recycled raw material processed by the
sampling method and the sampling device according to the
embodiment include printed substrates, flexible substrates,
IC chips, mobile phones, films, and photographic papers.
These recycled raw materials contain valuable metals such as
gold, silver, and copper, and the price of the recycled raw
materials is determined based on the content of the valuable
metals.

The sampling method and the sampling device will be
described using FIG. 1. In the sampling method according to
the embodiment, first, the total weight of the recycled raw
material is measured using a measuring device (S1).

Next, while supplying a fixed quantity of the recycled raw
material by a quantitative supply device (for example a vibrat-
ing feeder) (S2), the recycled raw material is primarily
crushed into a size of 20 mm or less by a primary crusher (for
example, a two-shaft crusher) for coarse crushing (S3).

After the primary crushing process, “scrap iron” is sepa-
rated from the recycled raw material by an Fe separator (for
example, a magnetic separator) (S4). The weight of the sepa-
rated “scrap iron” is measured by the measuring device (S21),
and a primary sample reduction thereof is performed by a
primary sample reduction machine (S22).

In addition, “scrap aluminum” is separated, by an Al sepa-
rator (for example, an eddy current separator), from the
recycled raw material from which “scrap iron” is removed
(S5). The weight of the separated “scrap aluminum” is mea-
sured by the measuring device (S31), and a primary sample
reduction thereof'is performed by a primary sample reduction
machine (S32).

Next, while supplying a fixed quantity of “the recycled raw
material component other than scrap iron and scrap alumi-
num” from which “scrap iron” and “scrap aluminum” are
removed by a quantitative supply device (for example, a
vibrating feeder) (S6), a primary sample reduction thereof is
performed by a primary sample reduction machine (for
example, a rotary divider) such that the volume thereof is
reduced to Yio (S7). “The recycled raw material component
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other than scrap iron and scrap aluminum” which is subjected
to the primary sample reduction is secondarily crushed into a
size of 5 mm or less, which is smaller than that obtained by the
primary crusher, by a secondary crusher (for example, a
single shaft crusher) (S8). Next, while supplying a fixed quan-
tity of “the recycled raw material component other than scrap
iron and scrap aluminum”, which is secondarily crushed, by a
quantitative supply device (for example, a vibrating feeder)
(89), a secondary sample reduction thereof is performed by a
secondary sample reduction machine (for example, a rotary
divider) such that the volume thereof is reduced to %10 (S10).

Meanwhile, the total weight of the recycled raw material is
measured before the primary crushing process, and the
weight of each of “scrap iron” and “scrap aluminum” which
are separated is measured after the primary crushing process.
Therefore, a weight ratio of the three components, “scrap
iron”, “scrap aluminum” and “the recycled raw material com-
ponent other than scrap iron and scrap aluminum” is obtained
based on a calculation result of the weight of “the recycled
raw material component other than scrap iron and scrap alu-
minum”, which is obtained by subtracting the weight of
“scrap iron” and the weight of “scrap aluminum” from the
total weight of the recycled raw material, and the respective
weights of “scrap iron” and “scrap aluminum™ (S11). Next,
“scrap iron” A, “scrap aluminum” B which are subjected to
the primary sample reduction, and “the recycled raw material
component other than scrap iron and scrap aluminum” C
which is secondarily crushed and subjected to the secondary
sample reduction are mixed at a mixing ratio corresponding to
the calculated weight ratio, and a mixture thereof is set as an
analysis sample (S12).

FIG. 2 is a system diagram illustrating a specific configu-
ration of the sampling device according to the embodiment,
and F1G. 3 is a diagram illustrating a rotary divider used in the
sampling device.

The sampling device illustrated in FIG. 2 includes a pri-
mary crusher 1 that primarily crushes recycled raw material
M which is put thereinto. A two-shaft crusher which is used as
the primary crusher 1 crushes the raw material into a size 0of 20
mm or less. The primarily crushed raw material is transported
to a receiving hopper 2 by a transport conveyor 101. Compo-
nents of the recycled raw material M which do not need to be
primarily crushed are also put into the receiving hopper 2. A
vibrating feeder (quantitative supply device) 3 is provided in
an outlet of the receiving hopper 2 such that the vibrating
feeder 3 supplies a fixed quantity of the raw material to a
transport conveyor 102. The raw material supplied to the
transport conveyor 102 is put into an aluminum separator (Al
separator) 4 equipped with a drum magnetic separator (Fe
separator) such that “scrap iron” A and “scrap aluminum” B
are separated from the recycled raw material there.

“The recycled raw material component other than scrap
iron and scrap aluminum” C from which “scrap iron” A and
“scrap aluminum” B are removed by passing through the
aluminum separator 4 equipped with the drum magnetic sepa-
rator passes through transport conveyors 103 and 104 and a
vibrating feeder 104A and then is put into a rotary divider 5
which is a primary sample reduction machine. In the rotary
divider 5, as illustrated in FIG. 3, a rotary chute 53 having a
receiving port 52 at an upper end thereof is provided inside a
container body 51. Therefore, by rotating the rotary chute 53
while putting the raw material thereinto, a part of the put raw
material is subjected to a sample reduction and discharged
from a divider outlet 55, and the other part thereof is dis-
charged from an unnecessary part outlet 56.

When the primary sample reductions of “scrap iron” A and
“scrap aluminum” B, which are primarily crushed and respec-
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tively separated, are performed in step S22 and step S32, this
type of rotary divider 5 is used.

“The recycled raw material component other than scrap
iron and scrap aluminum” C which is subjected to the primary
sample reduction in the rotary divider 5 is supplied to a
secondary crusher 6 through a transport conveyor 105. A
single shaft crusher which is used as the secondary crusher 6
crushes “recycled raw material component other than scrap
iron and scrap aluminum” C into a size of 5 mm or less. The
crushed raw material is transported to a vibrating feeder
(quantitative supply device) 8 through transport conveyors
106 and 107, and a fixed quantity thereof is supplied and put
into a rotary divider 9 which is a secondary sample reduction
machine. “The recycled raw material component other than
scrap iron and scrap aluminum” C whose volume is reduced
to /10 by the rotary divider 9 is stored in a drum can 10.

In addition, this sampling device includes a measuring
device 20. This measuring device 20 is used when the total
weight of the recycled raw material is measured before the
primary crushing process and when the weight of each of
“scrap iron” and “scrap aluminum” is measured after the
primary crushing process. When the total weight of the
recycled raw material, the weight of “scrap iron” A, and the
weight of “scrap aluminum” B are obtained, the weight of
“the recycled raw material component other than scrap iron
and scrap aluminum” C can be calculated by subtracting the
weight of “scrap iron” A and the weight of ““scrap aluminum”
B from the total weight of the recycled raw material.

Accordingly, a weight ratio of three components, “scrap
iron”, “scrap aluminum”, and “the recycled raw material
component other than scrap iron and scrap aluminum” can be
calculated based on the above calculation result and the
respective weights of “scrap iron” and “scrap aluminum”
which are previously measured. Next, “scrap iron” A and
“scrap aluminum” B which are subjected to the primary
sample reduction and “recycled raw material component
other than scrap iron and scrap aluminum” C which is sec-
ondarily crushed and subjected to the secondary sample
reduction are put into a stirring and mixing device 40, fol-
lowed by mixing at a mixing ratio corresponding to the cal-
culated weight ratio. As a result, a mixture can be obtained as
an analysis sample.

In this sampling device, a component of the raw material
which is unnecessary in the rotary divider 5 and 9 is trans-
ported to an abandoned mine yard 11 through discharge con-
veyors 108 and 109.

In the above-described sampling method and sampling
device according to the above-described embodiment, “the
recycled raw material component other than scrap iron and
scrap aluminum”, which is a residual material obtained after
removing “scrap iron” and “scrap aluminum” from the pri-
marily crushed recycled raw material, is subjected to the
primary sample reduction, is secondarily crushed into a
smaller size, and then is subjected to the secondary sample
reduction. Therefore, even if a common crusher such as a
single shaft shearing crusher used for pulverizing recycled
raw material is used instead of a special crusher such as an
impact type pulverizer, “the recycled raw material component
other than scrap iron and scrap aluminum” can be finely
pulverized into a size of 5 mm or less without being affected
by “scrap iron” and “scrap aluminum” having highductility.

In addition, according to the weight ratio of the three com-
ponents, “scrap iron”, “scrap aluminum”, and “the recycled
raw material component other than scrap iron and scrap alu-
minum” in the recycled raw material, “scrap iron” A and
“scrap aluminum” B which are separated in advance are
mixed with “the recycled raw material component other than
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scrap iron and scrap aluminum” C which is subjected to the
secondary sample reduction. As a result, a uniform analysis
sample can be collected without being affected by the local-
ization of “scrap iron” and “scrap aluminum”, and an accurate
evaluation of the recycled raw material can be performed.

In addition, the three components, “scrap iron”, “scrap
aluminum”, and “the recycled raw material component other
than scrap iron and scrap aluminum” are separated from the
primarily crushed raw material, and the primary sample
reductions of the three components are performed. As a
result, uniformity can be further improved.

In addition, in the embodiment, the weight ratio of the three
components, “scrap iron”, “scrap aluminum”, and “the
recycled raw material component other than scrap iron and
scrap aluminum” is obtained based on the total weight of the
recycled raw material and the respective weights of “scrap
iron” and “scrap aluminum” which are measured by the mea-
suring device. As a result, the measurement of “recycled raw
material component other than scrap iron and scrap alumi-
num” which is primarily crushed can be omitted.

In addition, in the embodiment, in the primary crushing
process, the recycled raw material is crushed into a size of 20
mm or less. As a result, a load on the secondary crushing
process which is the subsequent process can be reduced. In
addition, due to the refinement of “scrap iron” and “scrap
aluminum”, the uniformity of an analysis sample can be
improved. In addition, in the secondary crushing process,
“the recycled raw material component other than scrap iron
and scrap aluminum” is crushed into a size of S mm or less. As
a result, due to the refinement of “the recycled raw material
component other than scrap iron and scrap aluminum” con-
taining a large amount of valuable metals, the uniformity of
ananalysis sample can be improved. In addition, the magnetic
separator is used as the Fe separator, and the eddy current
separator is used as the Al separator. As a result, with electri-
cal means, “scrap iron” and “scrap aluminum” can be auto-
matically separated from the primarily crushed raw material.

The present invention is not limited to the above-described
embodiment described with reference to the drawings, and
various modification examples can be adopted within the
technical scope of the present invention.

For example, in the process of obtaining a weight ratio of
the three components, “scrap iron”, “scrap aluminum”, and
“the recycled raw material component other than scrap iron
and scrap aluminum” which are primarily crushed, the weight
of each of the three components, “scrap iron”, “scrap alumi-
num”, and “the recycled raw material component other than
scrap iron and scrap aluminum” which are primarily crushed
may be measured to obtain the weight ratio.

In addition, the primary sample reductions of “scrap iron”
and “scrap aluminum” are not necessarily performed.

In addition, in the above-described embodiment, “scrap
iron”, “scrap aluminum”, and “the recycled raw material
component other than scrap iron and scrap aluminum” which
is subjected to the secondary sample reduction are mixed at
the weight ratio to obtain an analysis sample. However, each
of'the three components, “scrap iron” A, “scrap aluminum” B,
“the recycled raw material component other than scrap iron
and scrap aluminum” C which is subjected to the secondary
sample reduction may be adopted as an individual analysis
sample.

Even in this case, “the recycled raw material component
other than scrap iron and scrap aluminum”, which is a
residual material obtained after removing “scrap iron” and
“scrap aluminum” from the primarily crushed recycled raw
material, is subjected to the primary sample reduction, is
secondarily crushed into a smaller size, and then is subjected
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to the secondary sample reduction. As a result, the sample in
which “the recycled raw material component other than scrap
iron and scrap aluminum” is finely pulverized without being
affected by “scrap iron” and “scrap aluminum” having high
ductility can be collected. In addition, “scrap iron” and “scrap
aluminum” are separated in advance from the recycled raw
material aside from “the recycled raw material component
other than scrap iron and scrap aluminum” which is the
residual material. As a result, the sample of “the recycled raw
material component other than scrap iron and scrap alumi-
num” can be obtained without being affected by the localiza-
tion of “scrap iron” and “scrap aluminum”. Accordingly, the
uniformity of each of the three components can be improved,
and an accurate evaluation can be performed.

EXAMPLES

Next, the results of a verification test which was performed
to verify the effects of the present invention will be described.

In this verification test, 5 types of electronic substrates
(Samples 1 to 5) having a relatively high grade of valuable
metal were prepared as recycled raw materials. In these elec-
tronic substrates, IC chips, integrated circuits, capacitors,
heat sinks, or the like are mounted on a printed substrate.

In comparative examples, each of the recycled raw mate-
rials was crushed into a size of 20 mm or less by a primary
crusher and was subjected to a sample reduction by a primary
sample reduction machine such that the volume thereof was
reduced to 10%. At this time, a magnetic separator and an
eddy current separator were not used (scrap iron and scrap
aluminum were not separated). The recycled raw material
was crushed into a size of 10 mm or less which was a final
crushing size by a secondary crusher, and a sample reduction
thereof was performed by a secondary sample reduction
machine. As a result, multiple (three) analysis samples were
collected and were analyzed and evaluated for valuable met-
als (Au, Ag, Cu, Pd).

In addition, in examples according to the present invention,
samples for analysis and evaluation were collected using the
sampling device of recycled raw material according to the
embodiment and were analyzed and evaluated for valuable
metals. That is, the total weight of 0.5 ton to 1 ton each of the
same recycled raw materials as those used in the comparative
examples was measured, and the recycled raw material was
crushed into a size of 20 mm or less using a two-shaft shearing
crusher (primary crusher). Next, scrap iron was removed
from the recycled raw material using a drum magnetic sepa-
rator having a magnetic flux density of 0.1 T (tesla). Further,
scrap aluminum was removed from the recycled raw material
other than scrap iron using a magnetic rotor eddy current
separator having a magnetic flux density of 0.2 T (tesla).
Next, recycled raw material component other than scrap iron
and scrap aluminum was crushed into a size of 5 mm or less
using a single shaft shearing crusher (secondary crusher), and
a sample reduction thereof was performed using a secondary
sample reduction machine. The above-described components
were mixed at a mixing ratio calculated from a weight ratio of
the original raw material, scrap iron, and scrap aluminum. As
a result, multiple (three) analysis samples were collected and
were analyzed and evaluated for valuable metals.

In the verification test using the examples according to the
present invention, each of Samples 1 to 5 is separated into
three components, “scrap iron”, “scrap aluminum”, and “the
recycled raw material component other than scrap iron and
scrap aluminum”. The measurement results of the three com-
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ponents are shown in Table 1. Samples 1 to 5 contain each of
“scrap iron” and “scrap aluminum” in an amount of 8 wt % to
20 wt %.

TABLE 1

Weight of Each of Three Components
Separated From Raw Material

Raw Material Recycled Raw

Recycled Component Other
Raw scrap scrap than scrap iron and
Material iron  aluminum scrap aluminum
kg kg kg kg
Sample 1 624.7 115.4 51.4 457.9
Sample 2 518.8 90.8 41.5 386.5
Sample 3 1,251.4 251.5 82.0 917.9
Sample 4 1,203.8 174.6 115.3 914.0
Sample 5 1,129.6 126.5 101.3 901.8

After the three components were mixed with each other at
a mixing ratio (weight of scrap iron:weight of scrap alumi-
num:weight of recycled raw material component other than
scrap iron and scrap aluminum) calculated from the weights
to form an analysis sample, the analysis sample was analyzed
and evaluated for valuable metals (Au, Ag, Cu, Pd). Specifi-
cally, Au, Ag, and PD were measured by plasma emission
spectrometry, and Cu was measured by titrimetry. Analysis
values of the recycled raw material (the contents (mass %) of
Au, Ag, Cu, and Pd in the recycled raw material) were calcu-
lated based on the analysis and evaluation results and the
weight ratio. The results of values of coefficient of variation
(CV) of the analysis values of the recycled raw materials
(Samples 1 to 5) of the examples and the comparative
examples are shown in Table 2 below.

Value (%) of Coefficient of Variation(CV)=(Standard
Deviation #/Average Analysis Value #)x100

The standard deviation and the average analysis value were
calculated from the three analysis samples which were col-
lected from each of Samples 1 to 5 as described above.

TABLE 2
Sample Value of Coefficient of Variation (CV)
Name Au Ag Cu Pd
Examples Sample 1 1.7 1.9 1.9 1.6
Sample 2 0.9 0.9 1.6 1.8
Sample 3 1.7 1.6 1.6 1.8
Sample 4 1.6 1.3 1.5 1.4
Sample 5 0.7 14 1.2 1.5
Comparative Sample 1 5.2 5.0 5.1 6.6
Examples Sample 2 6.1 5.1 3.8 7.9
Sample 3 6.8 5.9 2.9 4.9
Sample 4 5.3 5.1 2.4 5.7
Sample 5 4.1 3.0 2.7 7.3

Value (%) of Coefficient of Variation (CV) = (Standard Deviation n/Average Analysis Value
n) x 100

It was verified from Table 2 that all coefficients of variation
of'the examples according to the present invention were lower
than those of the comparative examples, a variation thereof
was small, and the analysis values were stable.

INDUSTRIAL APPLICABILITY

According to the present invention, “the recycled raw
material component other than scrap iron and scrap alumi-
num”, which is a residual material obtained after removing
“scrap iron” and “scrap aluminum” from the primarily
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crushed recycled raw material, is subjected to the primary
sample reduction, is secondarily crushed into a smaller size,
and then is subjected to the secondary sample reduction. As a
result, the sample in which “the recycled raw material com-
ponent other than scrap iron and scrap aluminum” is finely
pulverized without being affected by “scrap iron” and “scrap
aluminum” having high ductility can be collected. In addi-
tion, “scrap iron” and “scrap aluminum” are separated in
advance from the recycled raw material aside from “recycled
raw material component other than scrap iron and scrap alu-
minum” which is the residual material. As aresult, the sample
of“the recycled raw material component other than scrap iron
and scrap aluminum” can be obtained without being affected
by the localization of “scrap iron” and “scrap aluminum”.
Accordingly, the uniformity of each of the three components
can be improved, and an accurate evaluation can be per-
formed. Accordingly, the present invention is industrially
applicable.

REFERENCE SIGNS LIST

M: RECYCLED RAW MATERIAL

A: “scrap iron”

B: “scrap aluminum”

C: “RECYCLED RAW MATERIAL COMPONENT
OTHER THAN scrap iron AND scrap aluminum”

1: PRIMARY CRUSHER

4: ALUMINUM SEPARATOR EQUIPPED WITH
DRUM MAGNETIC SEPARATOR (Fe SEPARATOR, Al
SEPARATOR)

5: ROTARY DIVIDER (RECYCLED-RAW-MATE-
RIAL-COMPONENT-OTHER-THAN-scrap ~ iron-AND-
scrap aluminum PRIMARY SAMPLE REDUCTION
MACHINE)

6: SECONDARY CRUSHER

9: ROTARY DIVIDER (SECONDARY SAMPLE
REDUCTION MACHINE)

20: MEASURING DEVICE

40: STIRRING AND MIXING DEVICE (MIXING
MEANS)

The invention claimed is:

1. A sampling method of recycled raw material, the method

comprising:

a process of primarily crushing recycled raw material;

aprocess of separating primarily crushed raw material into
three components, “scrap iron”, “scrap aluminum”, and
“recycled raw material component other than scrap iron
and scrap aluminum”;

aprocess of performing a primary sample reduction of “the
recycled raw material component other than scrap iron
and scrap aluminum” which is separated at least after the
primary crushing process;

a process of secondarily crushing “the recycled raw mate-
rial component other than scrap iron and scrap alumi-
num”, which is subjected to the primary sample reduc-
tion, into a size less than that in the primary crushing
process and performing a secondary sample reduction of
“the recycled raw material component other than scrap
iron and scrap aluminum” which is secondarily crushed;

a process of obtaining a weight ratio of the three compo-
nents, “scrap iron”, “scrap aluminum”, and “the
recycled raw material component other than scrap iron
and scrap aluminum” which are primarily crushed; and

a mixing process of mixing “scrap iron”, “scrap alumi-
num”, and “the recycled raw material component other
than scrap iron and scrap aluminum” which is subjected
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to the secondary sample reduction at a mixing ratio
corresponding to the weight ratio obtained in the previ-
ous process,

wherein a mixture obtained in the mixing process is set as
an analysis sample.

2. The sampling method of recycled raw material accord-

ing to claim 1,

wherein in the process of obtaining a weight ratio of the
three components, “scrap iron”, “scrap aluminum”, and
“the recycled raw material component other than scrap
iron and scrap aluminum” which are primarily crushed,

the weight of each of the three components, “scrap iron”,
“scrap aluminum”, and “the recycled raw material com-
ponent other than scrap iron and scrap aluminum” which
are primarily crushed is measured to obtain the weight
ratio.

3. The sampling method of recycled raw material accord-

ing to claim 1,

wherein the process of obtaining a weight ratio of the three
components, “scrap iron”, “scrap aluminum”, and “the
recycled raw material component other than scrap iron
and scrap aluminum” which are primarily crushed
includes

aprocess of measuring the total weight of the recycled raw
material before or after the primary crushing process,

a process of measuring the weight of each of “scrap iron”
and “scrap aluminum” which are separated after the
primary crushing process, and

a process of obtaining a weight ratio of the three compo-
nents, “scrap iron”, “scrap aluminum” and “the recycled
raw material component other than scrap iron and scrap
aluminum” based on a calculation result of the weight of
“the recycled raw material component other than scrap
iron and scrap aluminum”, which is obtained by sub-
tracting the weight of “scrap iron” and the weight of
“scrap aluminum” from the total weight of the recycled
raw material, and the measured weights of “scrap iron”
and “scrap aluminum”.

4. The sampling method of recycled raw material accord-

ing to claim 1,

wherein in the primary crushing process, the recycled raw
material is crushed into a size of 20 mm or less.

5. The sampling method of recycled raw material accord-

ing to claim 1,

wherein in the secondary crushing process, “the recycled
raw material component other than scrap iron and scrap
aluminum” is crushed into a size of 5 mm or less.

6. An analysis sample of recycled raw material which is
sampled using the sampling method of recycled raw material
according to claim 1.

7. An evaluation method of recycled raw material, the
method comprising:

a process of mixing “scrap iron”, “scrap aluminum”, and
“the recycled raw material component other than scrap
iron and scrap aluminum”, which are obtained using the
sampling method of recycled raw material according to
claim 1, with each other to obtain an analysis sample;
and

a process of performing an elementary analysis of the
analysis sample to measure the content of valuable met-
als in a certain number of samples.

8. A sampling method of recycled raw material, the method

comprising:

a process of primarily crushing recycled raw material;

aprocess of separating primarily crushed raw material into
three components, “scrap iron”, “scrap aluminum”, and
“recycled raw material component other than scrap iron
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and scrap aluminum” from the primarily crushed raw
material and performing primary sample reductions of
the three components;

a process of secondarily crushing “the recycled raw mate-
rial component other than scrap iron and scrap alumi-
num”, which is subjected to the primary sample reduc-
tion, into a size less than that in the primary crushing
process and performing a secondary sample reduction of
“the recycled raw material component other than scrap
iron and scrap aluminum” which is secondarily crushed;

a process of obtaining a weight ratio of the three compo-
nents, “scrap iron”, “scrap aluminum”, and “the
recycled raw material component other than scrap iron
and scrap aluminum” which are primarily crushed; and

a mixing process of mixing “scrap iron”, “scrap alumi-
num” which are subjected to the primary sample reduc-
tion, and “the recycled raw material component other
than scrap iron and scrap aluminum” which is subjected
to the secondary sample reduction at a mixing ratio
corresponding to the weight ratio obtained in the previ-
ous process,

wherein a mixture obtained in the mixing process is set as
an analysis sample.

9. The sampling method of recycled raw material accord-

ing to claim 8,

wherein in the process of obtaining a weight ratio of the
three components,“scrap iron”, “scrap aluminum”, and
“the recycled raw material component other than scrap
iron and scrap aluminum” which are primarily crushed,

the weight of each of the three components, “scrap iron”,
“scrap aluminum”, and “the recycled raw material com-
ponent other than scrap iron and scrap aluminum” which
are primarily crushed is measured to obtain the weight
ratio.

10. The sampling method of recycled raw material accord-

ing to claim 8,

wherein the process of obtaining a weight ratio of the three
components, “scrap iron”, “scrap aluminum”, and “the
recycled raw material component other than scrap iron
and scrap aluminum” which are primarily crushed
includes

aprocess of measuring the total weight of'the recycled raw
material before or after the primary crushing process,

a process of measuring the weight of each of “scrap iron”
and “scrap aluminum” which are separated after the
primary crushing process, and

a process of obtaining a weight ratio of the three compo-
nents, “scrap iron”, “scrap aluminum” and “the recycled
raw material component other than scrap iron and scrap
aluminum” based on a calculation result of the weight of
“the recycled raw material component other than scrap
iron and scrap aluminum”, which is obtained by sub-
tracting the weight of “scrap iron” and the weight of
“scrap aluminum” from the total weight of the recycled
raw material, and the measured weights of “scrap iron”
and “scrap aluminum”.

11. The sampling method of recycled raw material accord-

ing to claim 8,

wherein in the primary crushing process, the recycled raw
material is crushed into a size of 20 mm or less.

12. The sampling method of recycled raw material accord-

ing to claim 8,

wherein in the secondary crushing process, “the recycled
raw material component other than scrap iron and scrap
aluminum” is crushed into a size of 5 mm or less.
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13. An analysis sample of recycled raw material which is
sampled using the sampling method of recycled raw material
according to claim 8.

14. An evaluation method of recycled raw material, the
method comprising:

a process of mixing “scrap iron”, “scrap aluminum”, and
“the recycled raw material component other than scrap
iron and scrap aluminum”, which are obtained using the
sampling method of recycled raw material according to
claim 8, with each other to obtain an analysis sample;
and

a process of performing an elementary analysis of the
analysis sample to measure the content of valuable met-
als in a certain number of samples.

15. A sampling device comprising:

a primary crusher that primarily crushes recycled raw
material;

an Fe separator that separates “scrap iron” from the prima-
rily crushed raw material;

an Al separator that separates “scrap aluminum” from the
primarily crushed raw material;

recycled raw material-component-other-than-scrap -iron-
and-scrap -aluminum primary sample reduction
machine that performs a sample reduction of “the
recycled raw material component other than scrap iron
and scrap aluminum” from which “scrap iron” and
“scrap aluminum” are removed by the Fe separator and
the Al separator;

a secondary crusher that secondarily crushes “the recycled
raw material component other than scrap iron and scrap
aluminum”, which is subjected to the sample reduction
by the recycled-raw-material-component-other-than-
scrap -iron-and- scrap-aluminum primary sample reduc-
tion machine, into a size less than that obtained by the
primary crusher;

a secondary sample reduction machine that performs a
secondary sample reduction of “the recycled raw mate-
rial component other than scrap iron and scrap alumi-
num” which is secondarily crushed by the secondary
crusher:,

a measuring device that measures the weights of the three
components, “scrap iron”, “Scrap aluminum”, and
“recycled raw material component other than scrap iron
and Scrap aluminum” which are separated from the pri-
marily crushed raw material; and

a mixing device that mixes “scrap iron”, “scrap alumi-
num”, and “recycled raw material component other than
scrap iron and scrap aluminum” with each other at a
predetermined mixing ratio set according to a measure-
ment result of the measuring device.

16. The sampling device of recycled raw material accord-

ing to claim 15, further comprising:

a scrap iron primary sample reduction machine that per-
forms a primary sample reduction of “scrap iron” which
is separated by the Fe separator; and
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a scrap aluminum primary sample reduction machine that
performs a primary sample reduction of “scrap alumi-
num” which is separated by the Al separator.

17. The sampling device of recycled raw material accord-

ing to claim 15,

wherein the Fe separator is a magnetic separator, and

the Al separator is an eddy current separator.

18. A sampling device comprising:

a primary crusher that primarily crushes recycled raw
material;

an Fe separator that separates “scrap iron” from the prima-
rily crushed raw material;

an Al separator that separates “scrap aluminum” from the
primarily crushed raw material;

recycled raw material-component-other-than- scrap-iron-
and- scrap-aluminum primary sample reduction
machine that performs a sample reduction of “recycled
raw material component other than scrap-iron and scrap
aluminum” from which “scrap iron” and “scrap alumi-
num” are removed by the Fe separator and the Al sepa-
rator;

a secondary crusher that secondarily crushes “the recycled
raw material component other than scrap iron and scrap
aluminum”, which is subjected to the sample reduction
by the recycled-raw-material-component-other-than-
scrap-iron-and- scrap-aluminum primary sample reduc-
tion machine, into a size less than that obtained by the
primary crusher;

a secondary sample reduction machine that performs a
secondary sample reduction of “the recycled raw mate-
rial component other than scrap iron and scrap alumi-
num” which is secondarily crushed by the secondary
crusher;

a measuring device that measures the total weight of the
recycled raw material and the weight of each of two
components including “scrap iron” and “Scrap alumi-
num” which are separated from the primarily crushed
raw material; and

a mixing device that mixes “scrap iron”, “scrap alumi-
num”, and “the recycled raw material component other
than scrap iron and Scrap aluminum” with each other at
a predetermined mixing ratio set according to a mea-
surement result of the measuring device.

19. The sampling device of recycled raw material accord-

ing to claim 18, further comprising:

a scrap iron primary sample reduction machine that per-
forms a primary sample reduction of “scrap iron” which
is separated by the Fe separator; and

a scrap aluminum primary sample reduction machine that
performs a primary sample reduction of “scrap alumi-
num” which is separated by the Al separator.

20. The sampling device of recycled raw material accord-

ing to claim 18,

wherein the Fe separator is a magnetic separator, and

the Al separator is an eddy current separator.
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